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TUMBL TRAK
5747 W ISABELLA RD, MT. PLEASANT, Ml 48858, USA

The following sample(s) was/were submitted and identified on behalf of the client as:

Sample Description . WOVEN FABRIC(DENIM)
Buyer o
SKU No o
SGS Internal Ref.No. : NBHL2503005153SD
Brand o
Sample Color . (A)BLACKBLUE
Composition (A
End Use (A
Fabric Width (A
Yarn Size (A
Construction (A
Fabric Weight (A
Ref. No. o
Style No. /

Lot No./Batch Code /
Order No. /
Article No. /
Season o

Iltem No. . 350
Model No. /

P.O. No. /

Lot No. /
Department /
Category /

L/C NO. /
Manufacturer /
Collection /

Size Range /

Age range /
Agent /
Supplier /
Product Type /
Production Stage /
Style Name o
Origin :  China
Destination -
Retest : No
Previous No. o
Garment Fit o

Unless otherwise agreed in writing, this ducumenl is issued by the Company subject to its General Conditions of Service printed overleaf,
available on request or accessible at Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of lhls dccumem is advised that information contained hereon reflects
the Company's findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prier written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such
sample(s) are retained for 30 days only.

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443
or email: CN.Doccheck@sgs.com
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Pigment Dye /

FPU No. /

Other Info. /

Fabric /

GPU No. /

Claimed Type/Level /

Sample Receiving Date  :  Mar 13, 2025

Testing Period : Mar 13, 2025 - Mar 17, 2025

Test Result(s) :  Unless otherwise stated the results shown in this test report refer only to the

sample(s) tested, for further details, please refer to the following page(s).

Test Performed . Selected test(s) as requested by applicant
Conclusion A Remark
Flammability Test PASS

Remark(s) : PASS=Meet General Requirement

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Ningbo Branch

Chare

Rita Chen (Account Executive)

Unless otherwise agreed in writing, this ducumenl is issued by the Company subject to its General Conditions of Service printed overleaf,

available on request or accessible at Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of lhls dccumem is advised that information contained hereon reflects
the Company's findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prier written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such
sample(s) are retained for 30 days only.

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
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Test Result

Flammability Test of Clothing Textiles
(16 CFR Part 1610 - 2023)

Sample DA
Fabric Surface : Smooth
Test Specimen Direction . Face Length
As Received After Dry-cleaning and Laundering*
Burn Code Burn Code
(1) DNI (@) DNI
(2) DNI (2) DNI
(3) DNI (3) DNI
(4) DNI 4) DNI
(5) DNI 5) DNI
Flammability Classification : Class 1
Remarks
Class 1 Normal Flammability

Class 1 textiles exhibit normal flammability and are acceptable for use in clothing.

*Drycleaning & Laundering procedure:
(One time Dry cleaning with Perchloroethylene solvent & then One time Laundering in accordance with AATCC
LP1-2021: Test No.(1)(IV)(A)(iii), Machine wash at 120°F with 4Ib loading, normal, Tumble dry permanent press.)

Burn Code Description:
DNI = Did not ignite

Unless otherwise agreed in writing, this ducumsnl is issued by the Company subject to its General Conditions of Service printed overleaf,
available on request or accessible at Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of lhls dccumem is advised that information contained hereon reflects
the Company's findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prier written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such
sample(s) are retained for 30 days only.

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443
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Laboratory Summary Information for Certificate of Compliance (COC)
| (we) hereby confirm based on the test results in this report, that the product or components described below
were tested and comply with the applicable rules, bans, regulations and standards under the CPSIA (Consumer
Product Safety Improvement Act) or any other Act enforced by the CPSC and checked on the list below.

Product/Component description provided by submitter:

Sample Description WOVEN FABRIC(DENIM)
Sample Color (A)BLACK

Style No. /

P.O. No. /

Manufacturer /

Supplier /

Safety Regulation Citations

| X| Wearing Apparel Flammability 16 CFR 1610
|| Flammability Standard for Children's Sleepwear 16CFR 1615 and 1616
|| Small Parts 16 C.F.R Part 1501 and 1500.50 - 53
Sharp Points and Edges 16CFR 1500.48-49 and 1500.50 - 53
|| Lead Paint Ban CPSIA Section 101
Lead in substrate CPSIA Section 101
Phthalates CPSIA Section 108
|| Vinyl Plastic Film flammability 16 CFR 1611
Flammability of carpets and rugs 16 CFR 1630/1631
|__| Flammability of mattresses and mattress pads 16 CFR 1632
Date of testing:
Date of TP testing: Mar 17, 2025
TPCA (Third Party Conformity Assessment Body):
Place of TP testing: China
Test Report Number: SL72507281007401TX
TPCA name: SGS-CSTC Standards Technical Services Co., Ltd. Ningbo Branch
TPCA address: 1-5/F West No. 4 Building, Lingyun Industry Park, No. 1177 Lingyun Road, Ningbo National
Hi-Tech Zone, Ningbo, China
TPCA telephone number: 86-574-8776 7006
The information on this sheet is ONLY applicable for the item tested in this report and only reflects confirmation of
items covered under CPSIA regulation. This document cannot be considered as a COC but only as a traceability
tool in order for the importer to prepare their COC.

Unless otherwise agreed in writing, this documenl is issued by the Company sub|ecl to its General Conditions of Service printed overleaf,
available on request or accessible at Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of thls dccumem is advised that information contained hereon reflects
the Company's findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prier written approval of the Company. Any
2 unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
SIS Kl Rl & == to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such
% H sample(s) are retained for 30 days only.

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443
or email: CN.Doccheck@sgs.com
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Sample Photo

***End of Report***

Scan to see the report

SL72507281007401TX

Verification:
check.sgsonline.com.cn
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